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FILC

· ISO 9001 since 1993

· ISO 14001 since 2001

· Establishedin 1937

· Shareholding company

· 240+ employees

· 3 production locations
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ANTICONDENSE MEMBRANE DR!PSTOP®

FOR METAL CONSTRUCTION
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DR!PSTOP® is a different way of dealing with the problem of
condensation on uninsulated metal roofs in a simpler, more
economicalway.
It is a self adhesivemembraneappliedto the metal sheetduring a
profilingprocess.
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CONDENSATION

When the temperature and humidity conditions reach the dew
point, moisturecondenseson the undersideof the untreatedmetal
roof and forms droplets of water which can causedamageto the
contentsof the buildingbelow.

DR!PSTOP
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DEWPOINT
· Tp- dew point temperature [°C]

· Tz- air temperature [°C] 

· - relative air humidity [%]

Graphshowsthat at the temperatureof 20°Cand relativehumidity
of 70%, the air holdsthe dew point temperatureat 14.2°C.
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SOLUTION

Roof panelwith DR!PSTOP®appliedprovidesa mediumfor trapping
this moisture in the specially designed pockets formed in the
membrane. DR!PSTOP®holdsthat moistureuntil conditionsgoback
belowthe dewpoint, then the moisturesimplyevaporatesbackinto
the air.

DR!PSTOP
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WATERABSORPTION

Howmuchwater canDR!PSTOP®absorb? Enough!

·Certificates:

·BureauVeritasInstitute

·CSTB Institute

·DanishTechnologicalInstitute

· Internaltest methods
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INCLINATION DR!PSTOP 110

0Á > 1.000 g

45Á > 800 g

90Á > 600 g
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RESISTANCE& DURABILITY

·Excellentadhesion, longlifetime

Tearstrenght (Adhesion)*1 FTM 1 180° N/25 mm min 10

Tearstrenght (Adhesion) 
after aging*1

Internal regulation
FD15

N/25 mm Is improved

* 1 Nonwovenmembrane on metal sheet.

·10 years warranty

·19 years experience on the market

·Real life aging tests in climatic test chamber

·Temperature resistance: -40°C~+80°C


